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Shrinkage at 28 days(mm/m)

Standard Requirement

as per
1SO 13007-3:2010

Polymer
Modified
Grout

Super
Polymer
Grout

Flextural Strength after freeze thaw cycle(N/mm?) 22.5 6.8 7
Compressive Strength after freeze thaw cycle(N/mm?) Minimum 15 42 4 34.1
Abrasion Resistance(mm?) <2000 448 435
Flextural Strength(N/mm?) 22.5 6.56 6.7
Compressive Strength(N/mm?) 215 31.8 30.4
30 min(g) <2 1.21 0.35
Water Absorption after
4 hours(g) <5 3.22 0.66
Category CG2WA CG2WA




